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Test Items

AT H
1. Micro-section test
SRR HIE
2. Solder Mask Hardness Test
BEARFIEE B,
3. Dielectric Strength Test (Solder Mask)
BELAR ) it i T A
4. Adhesive test
Hhags Sl
5. Chemical Resistance test
IR A el
6. Solderability test
AR
7. Peel Strength of Conductor test
25 R B3R B,
8. Dielectric Withstanding Voltage test
BRENR
9. Bowand TW|st test
RS
10. lonic Contamination test
BFiERahS
- Thermal Stress test
Rz i
12, Porosity of Metallic Coating
SERFLAKK
13, Conductor Resistance test
BRI,
14, Glass Transition Temperature test
LK IR B
15, Au/Ni/Sn/Pb/Ag Thickness test
SH/BHRAREENR
16. Surface Insulation Resistance test
FELHLEERN
17. E-Corrosion test
R
18, Conductive Anodic Filament test
e PEAR L2
19, Impedance test
BRFTMR
20. Moisture Resistance test (Pressure Cooker)
FURAL
2l Temperature Cycllng test
RETRER
22, High Temperature Storage test
BRI
23, Salt Spray test
FEAL
24, Surface Roughness test
FEARAE
25, Material RoHS test
A #IROHSHl
26, Hot Oil test
F L
27, Solder Mask Gloss Level test
ST R
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Remark: Customer spec will be followed in priority each test.
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Reference Standard

ST
IPC-TM-650.2.1.1

IPC-TM-6502.4.27.2

IPC-TM-6502.5.6.1 & IPC-SM-840 3.8.1
IPC-TM-650.2.4.28.1

IPC-TM-650.2.3.4

J-STD-003

IPC-TM-650.2.4.8

IPC-TM-650.2.5.7

IPC-TM-6502.4.22

IPC-TM-650.2.3.25 & IPC-TM-650 2.3.28.2
IPC-TM-650.2.6.8

IPC-TM-650.2.3.24.2

DIN IEC 326

IPC-TM-650.2.4.25

Fisher Machine User Manual

IPC-TM-650 2.6.3 & Telcordia GR-78-Core 14.4.4
IPC-TM-650 2.6.14.1 & Telcordia GR-78-CORE 13.2.7
IPC-TM-6502.6.25

IPC-TM-650.2.5.5.7

IPC-TM-6502.6.16

IPC-TM-650.2.6.7.2

DIN EN 60068-2-2

IPC-TM-6503.9

IPC-TM-6502.2.17

|IEC 62321 & Machine Operation Manual
IPC-TM-6502.4.6

MO00011650-004 etc




